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MR SR Y R P TR &2 F23R (The following sample(s) was/were submitted and identified by/on
behalf of the applicant as) :
\;s]:‘{; BB (Sample Submitted By) @ st Hsariy4 r12 o (FORMOSA CHEMICALS & FIBRE CORPORATION)

# #-(Sample Description) : POLYCARBONATE (% sl & fig #17°5 )

Jf =418 (Style/Item No.) : TAIRILITE AC29(X)(X)
Jz i p ¥ (Sample Receiving Date) + 2016/01/27
B8 B (Testing Period) : 2016/01/27 TO 2016/02/01

B3 g £ (Test Requested)
=45 % # 4p L0 %% RolS2011/65/EU Annex 112 H 23745 4 (EU) 2015/863ip1484% ~ &~ & ~ = §idd ~ Fi%BF ~ J M ¥F
f, DBP, BBP DEHP, DIBP. (As specified by client, with reference to RoHS 2011/65/EU Annex Il and amending
Directive (EU) 2015/863 to determine Cadmium, Lead, Mercury, Cr(VI), PBBs, PBDEs, DBP, BBP, DEHP, DIBP
contents in the submitted sample.)

P2 % (Test Results) : 37T - % (Please refer to next pages).

2 #: (Conclusion) :
W E 2 ok bR S o B4R~ &0 & = g~ hm s~ Sidm s, DBP, BBP, DEHP, DIBP:ipls# i % % £ RoliS4p 4 ¥
(EU) 2015/863z.*2 @& F. (Based on the performed tests on submitted samples, the test results of Cadmium,
Lead, Mercury, Cr(VI), PBBs, PBDEs, DBP, BBP, DEHP, DIBP comply with the limits as set by RoHS and amending
Directive (EU) 2015/863.)

Troy Chang
Signed for and\gn ﬁ!ﬁﬂi
SGS TAIWAN L -‘

Chemical Laboratory — Taipei
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P2 % (Test Results)
REE 2R = (PART NAME)No. 1

24 R

(BLACK PLASTIC PELLETS)

T #c (Page) : 2 of 7

3 L 2F & 51
I3 P ¥ i I ::'i ;J (R;;j] N
(Test Items) (Unit) (Method) (Limit)
(MDL) No. 1

4 / Cadmium (Cd) mg/kg | %% IEC 62321-5: 2013 2, ™R k48 2 n. d. 100

LRI HMEF RIRRL / With
4~ / Lead (Pb) mg/kg |reference to IEC 62321-5: 2013 and 2 n.d. 1000

performed by ICP-AES.
& / Mercury (Hg) mg/kg |%% IEC 62321-4: 20132 2, Mg k48 2 n. d. 1000

LRI F M EF RIRRL / With

reference to IEC 62321-4: 2013 and

performed by ICP-AES.
» % 4% / Hexavalent Chromium mg/kg | %% [EC 62321: 2008~ ;2, M UV-VIS# 2 n. d. 1000
Cr(VD) #]. / With reference to IEC 62321:

2008 and performed by UV-VIS.
%59 % %4 / Sum of PBBs mg/kg - n. d. 1000
- %7 % / Monobromobipheny]l mg/kg 5 n. d. -
= 4%% / Dibromobiphenyl mg/kg 5 n. d. -
= 5% % / Tribromobiphenyl mg/kg 5 n. d. -
» ;5.5 % / Tetrabromobiphenyl mg/kg %:Qj’y IEQ .52321(6; %}015}” }i’ A D n.d _
E——— - T/ B &Rt 1th reference to
liij$$ //Pentabromo?lphenyl ng/kg TEC?Zgzéiﬁif 2015 and performed by 0 n.d -
+ %9 % / Hexabromobiphenyl mg/ke |ae/us. 5 n. d. -
= 4.8 % / Heptabromobiphenyl mg/kg 5 n. d. -
N .38 %/ Octabromobiphenyl mg/kg 5 n. d. -
1 &% ¥ / Nonabromobiphenyl mg/kg 5 n. d. -
;4.8 % / Decabromobiphenyl mg/kg 5 n. d. -
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N B 2. B2k = Y 1’if§(?lj é% kg =
PIAIE P H j.“.'. B E B (Result) "1:?_
(Test Items) (Unit) (Method) (Limit)
(MDL) No. 1
% 5.9 ¥ %4 / Sum of PBDEs mg/kg - n. d. 1000
- %7 ¥ p / Monobromodiphenyl ether | mg/kg 5 n. d. -
= %F ¥ @ / Dibromodiphenyl ether mg/kg 5 n. d. -
Z % ¥ @ / Tribromodiphenyl ether mg/kg 5 n. d. -
z 5.7 ¥ @ / Tetrabromodiphenyl ether | mg/kg %% IEC 62321-6: 20152 7%, i 4nk 5 n. d. -
P T— ~ 17/ §# & #l. / With reference to
I 5.9 % i / Pentabromodiphenyl eth /K 5 .d. -
- R/ Pentabronodipheny] ether | me/KE g 62391 -6: 2015 and performed by i
- %7 ¥ pt / Hexabromodiphenyl ether | mg/kg GC/NS 5 n. d. -
= 47 ¥ @ / Heptabromodiphenyl ether | mg/kg 5 n. d. -
A5 ¥ e/ Octabromodiphenyl ether | mg/kg 5 n. d. -
1 %% ¥ @ / Nonabromodiphenyl ether | mg/kg 5 n. d. -
+ %7 ¥ p / Decabromodiphenyl ether | mg/kg 5 n. d. -
MF- P ¥ Y@y / BBP (Butyl Benzyl| mg/kg 50 n. d. 1000
phthalate) (CAS No.: 85-68-7)
HFZ P ks 7 g / DBP (Dibutyl mg/kg | %4 IEC 62321-8 (111/321/CD) » 12 4 4p 50 n.d 1000
phthalate) (CAS No.: 84-74-2) BT k/ T &kwpl~. / With
#F- " pi- B py / DIBP (Di-isobutyl| mg/kg |reference to IEC 62321-8 50 n. d. 1000
phthalate) (CAS No.: 84-69-5) (111/321/CD). Analysis was performed
MF- v p- (2-2 #e #)fy / DEHP mg/kg [by GC/MS. 50 n. d. 1000
(Di- (2-ethylhexyl) phthalate) (CAS
No.: 117-81-7)

# i (Note) :
1. mg/kg = ppm; 0. 1wt% = 1000ppm
2. n.d. = Not Detected (&4 )
3. MDL = Method Detection Limit (= j* i p|4&*2 &)
4, "-" = Not Regulated (&% i)
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1) RHEUT AR ER > REe R 2R E (5 BEREES 2 ‘f *t) | These samples were
dissolved totally by pre-conditioning method according to below flow chart. (Cr® test method excluded )

2) BlFEA R % & / Name of the person who made measurement: Climbgreat Yang
3) Bl E F 4 %Efx® [ Name of the person in charge of measurement: Troy Chang

| P4~ ® % 4 5 / Cutting ~ Preparation |

v

| BliFtk &£ £ / Sample Measurement |

I
N 6+
4: Pb ~ 4 Cd A Hg » g Cr
A 4 \4 v (Note**)
P RS OHF A R R T (e T A AR S & el i/ Foe £ i /Add
#751 ) / Acid digestion by suitable acid depended on Microwave digestion with HNOs/HCI/HF appropriate amount of
different sample material (as below table) digestion reagent
¥ v

v

l—' %3k / Filtration }—¢ B iGEERRAT T
#~ [ Heat to appropriate

| i 3% | Solution | | 74 [ Residue | temperature to extract

1) ' pi2 [ Alkali Fusion % Eris @itk & / Cool,
v 2) @ik ja /HClto dissolve filter digestate through filter
| B RA8 S TR 5435 % | ICP-AES | T

¥ &4 % | Sample Material ) i peik fa4F / Digestion Acid ser g & BB S /Add
&, 4F, 48, B4/ 2ok, AEE, BB, & AR, B K/ diphenyl-carbazide for
Steel, copper, aluminum, solder Aqua regia, HNO3, HCI, HF, H,O, color development
#33 / Glass A e, & & pt / HNOg/HF v
&, 4, &, BZL / 2 -k /Aqua regia e v =
Gold, platinum, palladium, ceramic " k- R kR R
4 / Silver A [ HNO; R 57 i e 540 nm e
% % | Plastic Fifk, B K, Ak, Bk | HSO4 Ho0z HNOs, HCI 1A [ measure the
H i [/ Others 4o i f PRI D = 273 f% / Added appropriate absorbance at 540 nm by

: . uv-vIS
reagent to total digestion
Note** (For IEC 62321)
(1) #4324 & Bk se ~ k130 1V » Se#t 2 90~95°C 5 B~. / For non-metallic material, add alkaline digestion reagent and heat to
90~95C.

(2) #-4F & B4 » 3ok 4o 3 A E B | For metallic material, add pure water and heat to boiling.
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FORMOSA CHEMICALS & FIBRE CORPORATION
Pt FTi AR 20150
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v % A 4 4757428 | Analytical flow chart of phthalate content

B pEX R %hEp [/ Name of the person who made measurement: Andy Shu
B PR f F 4 15k [ Name of the person in charge of measurement: Troy Chang

[ el 32 [Test method: IEC 62321-8 )

T U
Sample pretreatment/separation

!

Bt THF v & e2ei 3 255 /
Sample dissolved/extracted by THF

!

g |

Dilute Extracted solution
FAEITEHRAAT [
Analysis was performed by GC/MS

I

¥y [ Data
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%8B ¥/ % %5 F A 475428 / PBB/PBDE analytical FLOW CHART
B pFEA RSB [ Name of the person who made measurement: Roman Wong
B Rl F 4 ¢ %E® [ Name of the person in charge of measurement: Troy Chang
A7 = p3#42 5 | First testing process ———»
EH# M FRAA / Optional screen process samumua:
FELAZ A [ Confirmation process = = = «p
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Sample / # &

v

Sample pretreatment / # &% &2

Screen analysis / 4~ & & 47

v

Sample extraction % & % B/
Soxhlet method % ¢ 22

|
v

Concentrate/Dilute Extracted solution
B ) fn'”ﬁ/ﬁﬁ‘?

v

Filter /| Z2~% Bk

v
Analysis by GC/MS / # #p % 47 3 & ~ 47
v
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X BY Y dog BEEERT O REATFRERAZES/NE X
(The tested sample / part is marked by an arrow if it’s shown on the photo.)

CE/2016/15909

ity

k S 3
il e e T

xx 372 % & (End of Report) *x*
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